
Figure HT33   Cumulative Percent Revision of Primary Total Conventional Hip Replacement in Patients Aged ≥75 Years 

by Fixation (Primary Diagnosis OA)  

 

 

 

Number at Risk 0 Yr 1 Yr 3 Yrs 5 Yrs 10 Yrs 15 Yrs 20 Yrs 

Cemented 4072 3652 2778 1946 356 36 0 

Cementless 47183 40729 30362 20755 5693 773 7 

Hybrid 58204 51142 38926 27836 8677 1318 24 

 

Note: Includes mixed ceramic/mixed ceramic and cross-linked polyethylene (XLPE) bearing surfaces 

 Restricted to modern prostheses 
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HR - adjusted for age and gender

Cemented vs Hybrid

Entire Period: HR=0.93 (0.75, 1.14), p=0.482

Cementless vs Hybrid

0 - 2Wk: HR=2.79 (2.19, 3.54), p<0.001

2Wk - 1Mth: HR=1.64 (1.38, 1.94), p<0.001

1Mth+: HR=1.27 (1.17, 1.38), p<0.001

Cementless vs Cemented

0 - 2Wk: HR=3.00 (2.20, 4.09), p<0.001

2Wk+: HR=1.44 (1.17, 1.77), p<0.001
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