
Figure HT42   Primary Total Conventional Hip Replacement by Polyethylene Type (Primary Diagnosis OA) 

 

 

Number at Risk 0 Yr 1 Yr 3 Yrs 5 Yrs 10 Yrs 15 Yrs 20 Yrs 

Non XLPE 17797 16325 13886 11604 6959 2894 328 

XLPE 306639 268468 204188 147134 52606 12794 422 

 

Note: Restricted to modern prostheses 
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HR - adjusted for age and gender

Non XLPE vs XLPE

0 - 1Mth: HR=0.86 (0.70, 1.05), p=0.127

1Mth - 3Mth: HR=0.92 (0.72, 1.16), p=0.484

3Mth - 6Mth: HR=0.82 (0.57, 1.17), p=0.271

6Mth - 1Yr: HR=1.27 (0.98, 1.65), p=0.071

1Yr - 1.5Yr: HR=2.02 (1.57, 2.59), p<0.001

1.5Yr - 2Yr: HR=1.50 (1.10, 2.05), p=0.009

2Yr - 2.5Yr: HR=1.84 (1.35, 2.52), p<0.001

2.5Yr - 5.5Yr: HR=1.51 (1.28, 1.78), p<0.001

5.5Yr - 6.5Yr: HR=2.24 (1.70, 2.95), p<0.001

6.5Yr - 8.5Yr: HR=2.68 (2.20, 3.26), p<0.001

8.5Yr+: HR=3.70 (3.30, 4.15), p<0.001
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